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Applicant: Shanghai Richeng Electronics Co.,Ltd

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Name: Grey Masterbatch

Sample Source: Send Sample

Sample Received Date:  2020-11-16

Test Period: 2020-11-16~2020-11-18

Test Requested: RoHS Directive 2011/65/EU & (EU)2015/863 Annex II

Test Methods: (1) IEC 62321-5 Edition 1.0:2013 method, Lead analysis is performed by AAS

(2) IEC 62321-5 Edition 1.0:2013 method, Cadmium analysis is performed by AAS
(3) IEC 62321-4:2013+AMD1:2017 CSV method, Mercury analysis is performed

by ICP-OES
(4) IEC62321-7-2 Edition 1.0:2017 method, Hexavalent Chromium analysis

is performed by UV-Vis
(5) IEC 62321-6 Edition 1.0:2015 method, PBBs and PBDEs analysis is performed by GC-MS
(6) IEC 62321-8 Edition 1.0:2017 method, Phthalate analysis is performed by GC-MS

Testing Results: Please refer to next page(s)
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Test Report
Test Results (Unit: mg/kg)

Sample Number and Name: T69753504
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Pony Testing International Group

NO.: BOCYPAGT69753504

Issued Date: 2020-11-

Grey Masterbatch

18 Page 2 of 6

Test ltem MDL Test Result RoHS Limit
Lead (Pb) 1 N.D. 1000
""""""" cadmum¢cdy | 1 |  ND. | 10
""""""" Mercury(d9) | 1 |  ND. | 1000
""" Hexavalent Chromium(c*®) | 8 |  ND. | 1000
Sum of PBBs — N.D. 1000
""""""" Bromobiphenyy | s |  ND. |  —
"""""" Dibromobiphenyl | s |  ND. |  —
Tribromobiphenyl 5 N
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Measurement Flow-chart

Tested by: Ni Xiaoning

Checked by: Tian Lv

Person in charge of the lab by: Zhang Yaogiang

These Samples Were Dissolved Totally By Pre-conditioning Method According To Below Flow Chart.
(Cr® Test Method Excluded)

Sample Preparation

A
Sample Measurement

v v

Pb/Cd/Hg cré
l [
Acid digestion with Nonmetallic material Metallic material
microwave/hotolate ,
!
. . . Soluble polymer Insoluble/Unknown
Filtration polymer -
Boiling water
¢ [ ¢ v v extraction
. . A Adding digestion
. . Ad_dlng digestipn ) solution and toluene
Solution Residue solution for ultrasonic A
_ v Filtration and
¢ v Heating to 150~160°C pH adjustment
Dissolve Adding the extracted ¥
totally solution for ultrasonic, X L
then extraction Cooling, and A
v seoaiatlon Adding 1,5-
AAS/ICP-OES - - dlphefnylcalrbamde
»| Filtrationand pH | g Orl golor
adjustment ey pprment
. v
DATA UV-Vis
DATA

The page below is blank.

© Hotline 400-819-5688  Pony Testing Group Shanghai Co.,Ltd.
Www.ponytest.com Company Address 2F.,No.7 Building, No.99, Wen Xiangdong Road,SongdJiang District,Shanghai,China  Tel:021-37895599
Test Address 2/3/4/6/F., Building 35, No.680, Guiping Road, Xuhui Didtrict, Shanghai, China



http://www.ponytest.com

WV ig B il il
PONY = B
Pony Testing International Group

Test Report NO.: BOCYPAGT69753504 Issued Date: 2020-11-18 Page 5 of 6

© Hotline 400-


http://www.ponytest.com

in oot
PONY # 7
Pony Testing International Group

Test Report NO.: BOCYPAGT69753504 Issued Date: 2020-11-18 Page 6 of 6 s

Phthalate Flow Chart
Tested by: Yang Dan
Checked by: Tian Lv
Person in charge of the lab by: Zhang Yaogiang
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